
884

49 CFR Ch. I (10–1–01 Edition)§ 178.345–2

must be ‘‘constructed and certified in
conformance with the ASME Code’’ ex-
cept as limited or modified by the ap-
plicable cargo tank specification.
Other cargo tanks must be ‘‘con-
structed in accordance with the ASME
Code’’, except as limited or modified by
the applicable cargo tank specification.

(g) Requirements relating to parts
and accessories on motor vehicles,
which are contained in part 393 of the
Federal Motor Carrier Safety Regula-
tions of this title, are incorporated
into these specifications.

(h) Any additional requirements pre-
scribed in part 173 of this subchapter
that pertain to the transportation of a
specific lading are incorporated into
these specifications.

(i) Cargo tank motor vehicle composed
of multiple cargo tanks.

(1) A cargo tank motor vehicle com-
posed of more than one cargo tank may
be constructed with the cargo tanks
made to the same specification or to
different specifications. Each cargo
tank must conform in all respects with
the specification for which it is cer-
tified.

(2) The strength of the connecting
structure joining multiple cargo tanks
in a cargo tank motor vehicle must
meet the structural design require-
ments in § 178.345–3. Any void within
the connecting structure must be vent-
ed to the atmosphere and have a drain
located on the bottom centerline. Each
drain must be accessible and must be
kept open at all times. The drain in
any void within the connecting struc-
ture of a carbon steel, self-supporting
cargo tank may be either a single drain
of at least 1.0 inch diameter, or two or
more drains of at least 0.5 inch diame-
ter, 6.0 inches apart, one of which is lo-
cated on the bottom centerline.

(j) Variable specification cargo tank. A
cargo tank that may be physically al-
tered to conform to another cargo tank
specification must have the required
physical alterations to convert from
one specification to another clearly in-
dicated on the variable specification
plate.

(k) MAWP. The MAWP for each cargo
tank must be greater than or equal to
the largest of the following (the MAWP
derived is the pressure to be used as

prescribed in the ASME Code in the de-
sign of the tank):

(1) The pressure prescribed for the
lading in part 173;

(2) Vapor pressure of the most vola-
tile lading, at 115 °F (expressed in psig),
plus the maximum static pressure ex-
erted by the lading at the maximum
lading density, plus any pressure ex-
erted by a gas padding (including air in
the ullage space or dome), if used; or

(3) The maximum pressure in the
tank during loading or unloading.

[Amdt. 178–89, 54 FR 25020, June 12, 1989, as
amended at 55 FR 37058, Sept. 7, 1990; Amdt.
178–105, 59 FR 55173, Nov. 3, 1994; Amdt. 178–
118, 61 FR 51340, Oct. 1, 1996; 66 FR 45387,
45389, Aug. 28, 2001]

§ 178.345–2 Material and material
thickness.

(a) All material for shell, heads,
bulkheads, and baffles must conform to
section II, parts A and B, of the ASME
Code except as follows:

(1) The following steels are also au-
thorized for cargo tanks ‘‘constructed
in accordance with the ASME Code’’.

ASTM A 569
ASTM A 570
ASTM A 572
ASTM A 607
ASTM A 622
ASTM A 656
ASTM A 715

(2) Aluminum alloys suitable for fu-
sion welding and conforming with the
0, H32 or H34 tempers of one of the fol-
lowing ASTM specifications may be
used for cargo tanks ‘‘constructed in
accordance with the ASME Code’’:

ASTM B–209 Alloy 5052
ASTM B–209 Alloy 5086
ASTM B–209 Alloy 5154
ASTM B–209 Alloy 5254
ASTM B–209 Alloy 5454
ASTM B–209 Alloy 5652

All heads, bulkheads and baffles must
be of 0 temper (annealed) or stronger
tempers. All shell materials shall be of
H 32 or H 34 tempers except that the
lower ultimate strength tempers may
be used if the minimum shell
thicknesses in the tables are increased
in inverse proportion to the lesser ulti-
mate strength.

(b) Minimum thickness. The minimum
thickness for the shell and heads must
be such that the maximum stress levels
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specified in § 178.345–3 of this subpart
are not exceeded. In no case may the
shell or head thickness be less than
that specified in the applicable speci-
fication.

(c) Corrosion or abrasion protection.
When required by 49 CFR part 173 for a
particular lading, a cargo tank or a
part thereof, subject to thinning by
corrosion or mechanical abrasion due
to the lading, must be protected by
providing the tank or part of the tank
with a suitable increase in thickness of
material, a lining or some other suit-
able method of protection.

(1) Corrosion allowance. Material
added for corrosion allowance need not
be of uniform thickness if different
rates of attack can reasonably be ex-
pected for various areas of the cargo
tank.

(2) Lining. Lining material must con-
sist of a nonporous, homogeneous ma-
terial not less elastic than the parent
metal and substantially immune to at-
tack by the lading. The lining material
must be bonded or attached by other
appropriate means to the cargo tank
wall and must be imperforate when ap-
plied. Any joint or seam in the lining
must be made by fusing the materials
together, or by other satisfactory
means.

[Amdt. 178–89, 54 FR 25021, June 12, 1989, as
amended at 55 FR 37059, Sept. 7, 1990; 56 FR
27876, June 17, 1991; Amdt. 178–97, 57 FR 45465,
Oct. 1, 1992; Amdt. 178–118, 61 FR 51341, Oct.
1, 1996]

§ 178.345–3 Structural integrity.
(a) General requirements and accept-

ance criteria. (1) The maximum cal-
culated design stress at any point in
the cargo tank wall may not exceed the
maximum allowable stress value pre-
scribed in section VIII of the ASME
Code, or 25 percent of the tensile
strength of the material used at design
conditions.

(2) The relevant physical properties
of the materials used in each cargo
tank may be established either by a
certified test report from the material
manufacturer or by testing in conform-
ance with a recognized national stand-
ard. In either case, the ultimate tensile
strength of the material used in the de-
sign may not exceed 120 percent of the
minimum ultimate tensile strength

specified in either the ASME Code or
the ASTM standard to which the mate-
rial is manufactured.

(3) The maximum design stress at
any point in the cargo tank must be
calculated separately for the loading
conditions described in paragraphs (b)
and (c) of this section. Alternate test
or analytical methods, or a combina-
tion thereof, may be used in place of
the procedures described in paragraphs
(b) and (c) of this section, if the meth-
ods are accurate and verifiable.

(4) Corrosion allowance material may
not be included to satisfy any of the
design calculation requirements of this
section.

(b) ASME Code design and construc-
tion. The static design and construc-
tion of each cargo tank must be in ac-
cordance with Section VIII, Division 1
of the ASME Code. The cargo tank de-
sign must include calculation of
stresses generated by the MAWP, the
weight of the lading, the weight of
structures supported by the cargo tank
wall and the effect of temperature gra-
dients resulting from lading and ambi-
ent temperature extremes. When dis-
similar materials are used, their ther-
mal coefficients must be used in the
calculation of thermal stresses.

(1) Stress concentrations in tension,
bending and torsion which occur at
pads, cradles, or other supports must
be considered in accordance with Ap-
pendix G of Section VIII, Division 1 of
the ASME Code.

(2) Longitudinal compressive buck-
ling stress for ASME certified vessels
must be calculated using paragraph
UG–23(b), Section VIII, Division 1 of
the ASME Code. For cargo tanks not
required to be certified in accordance
with the ASME Code, compressive
buckling stress may be calculated
using alternative analysis methods
which are accurate and verifiable.
When alternative methods are used cal-
culations must include both the static
loads described in this paragraph and
the dynamic loads described in para-
graph (c) of this section.

(c) Shell design. Shell stresses result-
ing from static or dynamic loadings, or
combinations thereof, are not uniform
throughout the cargo tank motor vehi-
cle. The vertical, longitudinal, and lat-
eral normal operating loadings can
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